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Result Type Weight % 
 

Spectrum Label Spectrum 12 Spectrum 11 Spectrum 10 
Al 4.54 4.58 4.63 
Ti 70.98 71.28 71.82 
V 1.53 3.14 2.30 
Fe 19.39 20.52 18.62 

 

Statistics Al Ti V Fe 
Max 4.63 71.82 3.14 20.52 
Min 4.54 70.98 1.53 18.62 
Average 4.58 71.36 2.33 19.51 
Standard 
Deviation 

0.04 0.43 0.80 0.95 

 


